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SUPPLYER PART NURMBER
Druckguss Heidenau GmbH 250.0.3315.90
NAME OF LABORATORY PART NAME
QM - Sch/Ut/Tr Transmission Housing
* CUSTOMER SPECIFIED SUPPLIER/VENDCR GODE: ENGINEERING CHANGE DCCUMENTS:
* If sourca approval is reqd, ncude the Supplier {Source} & Customer assigned code. NAME OF LABORATORY-
SPECIFICATION! TEST QTY. NOT
MATERIAL SPEC. NO./REV/ DATE LIMITS DATE ITESTED| SUPPLIER TEST RESULTS {DATA) OK OK
EN AC-AISISCu3(Fe)
Si 8,0-11,0 10,32 X
Fe max. 1,3 0,864 X
Cu 2,0-4,0 2,901 x
Mn max, 0,55 0,241 X
Mg 0,05-0,55 0,286 X
Ni max. 0,55 0,254 X
Zn max. 1,2 0,693 X
Pb max. 0,35 0,059 x
S max, 0,25 0,032 X
Ti max. 0,25 0,029 x
Angaben in %
IMDS5-No.: 94767317 /1.02
L Blanket statements of conformance are unacceplable for any test resulis. ]

March 2008 CFG-1004
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