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SURPLIER PART NUMBER
Druckguss Heidenau GmbH 250.0.3313.90
HAME OF LABORATORY PART NAME
QM - Sch/Ut/Tr Clutch Housing
* CUSTOMER SPECIFIED SUPPLIER/VENDOR CODE: ENGINEERING CHANGE DOCUMENTS:
* If seurce approval Is reg'd, include the Supplier {Sourca) & Customer assigned coda, NAME CF tABORATORY:
SPECIFICATION/ TEST Qry. NOT
MATERIAL SPEG. NO. /REV/ DATE LIMITS DATE TESTED SUPPLIER TEST RESULTS (DATA) oK [8)14
EN AC-AISISCu3(Fe}
3i B,0-11,0 10,46 X
Fe max. 1,3 0,832 x
Cu 2,0-4,0 2,976 X,
Mn max. 0,55 0,231 X
Mg 0,05-0,55 0,297 X
. Ni max, 0,55 0,244 X
(. Zn max. 1,2 0,876 x
Pb max. 0,35 0,052 x
Sn may. 0,25 0,031 X
Ti max. 0,25 0,627 x

Angaben in %

IMDS-No.: 84767134/ 1.02

March 2008 CFG-1004

Blanket statements of conformance are unacceptable for any test resulls.
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